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STRIP MATERIAL
NUMBER FINISH
84524-0012 OVERALL NICKEL 80u" MINIMUM
84524-0018 SELECTIVE HARD GOLD 30u" MINIMUM OVER NICKEL 50u" MINIMUM ALL OVER
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